
Projects 8609 REF

3353 Vogel

3930 Stojadinovic

3890 Chatzi

3352 Fontana

8809 Frangi

9469 Kaufmann

16‐0002‐8609_Funkdeformeter\

16‐0010‐3890_s_Design & construction of a laboratory scale vehicle‐bridge interaction apparatus\

16‐0012‐3930_Seismic of Swiss Bridges ‐ a study on bearings\

16‐0013‐3930_Mixed force and displacement control strategies for hybrid simulation using a three‐actuator test setup_Abbiati\

16‐0014‐9469_S_Zugversuche an Betonzuggliedern_Häfliger\

16‐0015‐8609_Project_Buthan\

16‐0016‐9469_S_DIC measurements on concrete compression tests_Jaime\

16‐0017‐3890_SBB Uttigen Bridge First Measurement Campaign\

16‐0018‐9469_IfB_Testing_1\

16‐0019‐9469_IfB_Testing_2\

16‐0020‐8609_IfB_XYtable\

16‐0021‐8609_ETH Woche\

16‐0022‐8609_ETH Bridge Award Bern\

16‐0023‐3930_S_Plastered_walls_Whyte\

16‐0024‐8609_EMPA_Zugversuche\

16‐0025‐3930_Experimental investigation of a rocking frame system\

16‐0025‐3930_HeatLampTests_Abbiati\

16‐0026‐3930_Implementation of a TM‐HS test rig_Abbiati\

16‐0027‐3890_Stress intensity factor estimation by digital image correlation and scaled boundary finite element method\

16‐0028‐3352_Zum mehraxialen Verhalten von Beton unter Ermüdungsbeanspruchung\

16‐0029‐8609_HIF+\

16‐0030‐3930_Indel_controller\

16‐0031‐3890_Monitoring of the Swissmill Silo_Vasillis\

16‐0032‐8809_Kleinbrandversuche_VKF_Klippel\

16‐0033‐3930_Hyb_Tension_Tests_AbbiatyWhyte\

16‐0034‐8809_Brandversuche_VKF_ISOVER_Klippel\
16‐0035‐8809_Masterprojektarbeit_Purbond_Zugversuche_Klippel\

16‐0036‐8809_Schubversuche_Nagelverbindungen_Peric\

16‐0037‐3352_Schwingungsversuche_Tilger_Baader\

16‐0038‐8809_Stabduebelverbindung_Jockwer\

16‐0039‐8609_Universalprüfmaschine+\

16‐0040‐9469_Biegeversuche_Langträger_Marti\

16‐0041‐3352_Brandschutz_SIKA_Lu\

16‐0042‐8809_Verbindung_Hartholzgewindestangen_Muench\

16‐0043‐9469_Vorlesungsversuche_Zweidler\

16‐0044‐8809_Moment_resisting_Timber_Column_Jelena\

16‐0045‐3352_Permeabilitaet_Lu\

16‐0046‐3980_Development of Damage Fragility Relations for Plastered U_Stoj\

16‐0047‐8809_Zugversuche_Purbond_Klippel\

16‐0048‐9469_Diving into 3D ‐ underwater multi‐view stereo_Haefliger\

16‐0049‐8609_Tenkiv_DAQ_Labview\

16‐0050‐3930_Kippversuche an Mauerwerkselementen_Mojsilivic\

16‐0051‐3930_Studentenmauern_Mojsilivic\

16‐0052‐8609_QM‐System_Bauhalle\

16‐0053‐8609_IBK_exursion_2016\

16‐0054‐9469_Versuche an Trägern ohne Querkraftbewehrung_Beck\

16‐0055‐8609_DIC_camera_trigger\

16‐0056‐8609_ETH‐Unterwegs_Brigg\

16‐0057‐8809_ERNE_Schubversuche_Schenck_Jockwer\

16‐0058‐9469_Verification of DIC and fiber optics instrumentation for cracked concrete tests\

16‐0059‐8609_Bridge_testing_matura\

16‐0060‐8809_Biegeversuche_ERNE_Wanninger\

16‐0061‐8809_VKF_ZIP_Flumroc_Klippel\

16‐0062‐8809_Stabduebelverbindungen_Jockwer\



16‐0063‐3352_VKF_Brandversuch_IPE330_Gruner\

16‐0064‐3352_Versuchseinrichtung_ZWICK_Grolimund\

16‐0066‐9469_Designing bending‐active hybrid structures_Lea\

16‐0068‐3890_Zugversuche_Zwick_Utku\

16‐0069‐8609_Inventardatenbank_Relaunch\


